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REFRACTIVE INDEX

ABBE NUMBER

UV BLOCKING

DESIGN

SFSV Hyper Index 1.60 Spherical

Diameter Nominal Actual Radius of Sagi�a depth Back curve Center Edge

convex curve convex curve Curvature Gauge Thickness Thickness

R1 50mm bell

 (mm) (N=1.53) (mm) (mm) (N=1.53) (mm) (mm)

Diameter Nominal Actual Radius of Sagi�a depth Back curve Center Edge

convex curve convex curve Curvature Gauge Thickness Thickness

R1 50mm bell

 (mm) (N=1.53) (mm) (mm) (N=1.53) (mm) (mm)

Hi-Curve

80 7.25 6.35 83.46 3.83 7.4 13.6 15.5

80 8.25 7.35 72.11 4.47 6.4 13.0 11.4

80 9.25 8.21 64.56 5.04 7.4 15.0 13.2

75 0.50 0.43 1232.56 0.25 2.0 15.5 17.5

70 0.50EX 0.43 1232.56 0.25 4.8 14.6 19.6

75 1.25 1.12 474.60 0.66 6.9 7.8 16.0

75 2.25 2.00 265.00 1.19 6.9 7.9 15.0

75 3.25 2.90 182.87 1.72 6.9 7.2 13.0

75 4.25 3.79 139.84 2.24 6.9 8.2 13.0

75 5.25 4.70 112.83 2.81 6.4 7.5 10.0

75 6.25 5.58 94.98 3.34 6.4 7.9 9.3

75 7.25 6.48 81.81 3.91 4.8 9.6 7.0

75 8.25 7.36 72.01 4.48 4.8 10.7 7.0

70 9.25 8.26 64.16 5.07 4.8 12.0 7.3

70 10.25 9.13 58.05 5.65 4.8 14.0 8.0


