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REFRACTIVE INDEX

ABBE NUMBER

UV BLOCKING

DESIGN

SFSV Hyper Index 1.67 Spherical

Diameter Nominal Actual Radius of Sagi�a depth Back curve Center Edge

convex curve convex curve Curvature Gauge Thickness Thickness

R1 50mm bell

 (mm) (N=1.53) (mm) (mm) (N=1.53) (mm) (mm)

75 L1.00 0.82 648.43 0.48 6.4 7.0 14.9

75 L2.00 1.61 328.36 0.95 5.8 7.0 12.9

75 L3.00 2.40 221.00 1.42 5.8 7.0 11.8

75 L4.00 3.28 161.48 1.95 4.8 6.4 8.0

75 L5.00 3.57 148.59 2.12 4.8 7.0 8.7

75 L6.00 4.36 121.70 2.60 4.8 7.0 7.6

75 L7.00 5.25 101.03 3.14 5.8 7.4 8.2

75 L8.00 5.88 90.11 3.54 5.8 7.2 7.0

75 L9.00 6.71 78.95 4.06 5.8 8.4 7.0

75 L10.00 8.15 65.03 65.03 6.4 9.9 7.0

Diameter Nominal Actual Radius of Sagi�a depth Back curve Center Edge

convex curve convex curve Curvature Gauge Thickness Thickness

R1 50mm bell

 (mm) (N=1.53) (mm) (mm) (N=1.53) (mm) (mm)

Hi-Curve

80 7.25 6.33 83.70 3.82 6.4 13.0 13.2

80 8.25 7.36 72.00 4.48 6.4 13.0 11.3

80 9.25 8.24 64.30 5.06 6.4 13.0 9.4


